
name:�zipper�&�slider

size� freezing�point(�C）  melting�point(C) size� D
breaking
strength

Crimp
Shrinkage

 boiling�water�shrinkage

TS5075-3 -30 255 150/48 166.7 3.9 18.5 2.8

TQ5014-3 -30 255 300/72 333 3.8 16.5 3.5

TQ5805-3 -30 255

TQ6812-2 -30 255

TQ7416-2 -30 255

TQ7805-2 -30 255

aluminium
3.719

magnesium� 0.0243

copper 0.341

Ferrum� 0.0033

lead� 0.0095

stannum
0.0017

cadmium� 0.0011

nickle 0.0086

silicon� 0.0045

chromium
0.0011

zinc 95.9

MSDS

monofilament�physical�property�standard

zipper�is�made�of�monofilament�&�polyester�yarn�

polyester�yarn�physical�property�standard

slider�is�made�of�zinc�alloy��unit�(%)


